TECHNOLOGY DEVELOPMENT DATA SHEET

o |
o

&

o)
Science &
echnology

ChemChar Thermolytic Detoxification Technique
for Mixed Waste Treatment

Developer: Mirage Systems, Inc.

Contract Number: DE-AR21-95M C31188

Crosscutting Area: N/A

Problem:

Effective treatment of low-level
mixed wastes is a problem faced by
multiple Department of Energy
(DOE) facilities. A variety of waste
mixtures are often contained in
differing matrices, such as soils,
dudges, and in aqueous solutions.
The wide range of waste types and
matrices increases the difficulty of
effective treatment. Land filling,
incineration, and long-term storage
have been traditional disposal
dternatives, but regulatory and
stakeholder restrictions either
prevent their use or prohibitively
increase the cost of their use.

Solution:

Develop a broadly applicable
technique for the safe and efficient
treatment of diverse hazardous and
mixed wastes in a variety of forms
(e.g., solids, liquids, sludges, and
soils). The ChemChar processis a
thermolytic detoxification
technology whichdissociatesvolatile
organics by treating the waste in a
thermochemical reactor.

Benefits:
»Treats mixed waste without

producing hazardous byproduct
compoundsin a secondary waste

» Reduced need for off-gastreatment
compared to competing
technologies, such as plasma arc
vitrification, molten salt, and metal
melting technologies

» Reduced secondary waste volume

»Projected net cost advantage over
competing technologies

Technology:

The heart of the ChemChar process
is a thermolytic detoxification
technology whichdissociatesvolatile
organics by treating the waste in a
thermochemical reactor. Through
this process of thermochemical
dissociation, hazardous organics are
converted within the reactor to a
safe, oxidizable gas (gasification).
The heavy metds, radioactive
congtituents, and acid gases are
concentrated and collected by the
reactor into a solid form for further
treatment or disposal. The
ChemChar process achieves these
results without the production of
undesirable by-product compounds
such as dioxins and furans.

The waste material is prepared for
processing in the thermochemical
reactor by mixing it with a fine-
grained, devolatilized coal char. The
char acts as aphysical matrix for the

waste material and providesacarbon
source needed for the
thermochemical reactions.  The
resulting permeable char/waste
mixture, along with a gaseous
oxidant such as oxygen or air,
provide the basic inputs to the
reactor.

The outputs of the reactor are a
product gas and a regenerated char.
The product gas consists of a
combustible component (carbon
dioxide, hydrogen, and methane),
carbon dioxide, water vapor, and
trace volatile organic constituents.
The regenerated char retains the
radioactive or heavy metal
congtituents. When akaline, the
char aso retains acid gases such as
hydrogen chloride.

The thermochemical reactor is the
key and unique feature of the
ChemChar process. The reactor
provides the means to establish a
stable and controllable
thermochemical reaction zone(TRZ)
within the char mixture. The TRZ
provides the proper and stable
thermochemica environment which
allowsdissociativegasification of the
volatile organics to occur within the
char mixture.
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The TRZ isinitiated by momentarily
applying heat to the char mixture at
the output end of the reactor. Once
initiated, the TRZ is self-sustaining
without external heat, and it
migrates against the flow. This
counter-current characteristicsof the
TRZ results in reverse-mode
gasification.

After initiation in a continuous feed
reactor, a stable TRZ is contained
within alimited region of the reactor
asthe oxidant and char mixture flow
continuously through the reactor.
Only a small portion of the char is
consumed as the mixture passes
throughthe TRZ. Pastthe TRZ, the
char iseffectively regenerated and is
available for the recycling through
the reactor. Char recycling within
the reactor can occur a number of
times prior to remova for
subsequent processing of the
adsorbed constituents and spent
char.

For mixed waste applications, the
output of the reactor is an inert,
carbonaceous solid retaining
radioactive constituents. The ease
of handling this materia alows
consideration of many availlable
options, suchascement stabilization,
for final disposal form.

Project Conclusion:

This project was completed at the
end of July 1996. At completionthe
contractor had designed, fabricated,
assembled, tested, and operated a
continuous laboratory scale (four-
inch inner-diameter) reactor system.
This system will be wused in
determining the feasbility of the
proposed concept by using surrogate
waste to evaluate a design basis for
scale up to a pilot-size reactor

system.

After shakedown at the contractor's
facility, the reactor was shipped to
theUniversity of Missouri, Columbia
campus, for operationa testing.
This testing is planed to be
conducted by the University of
Missouri under a separate contract.
It has been contemplated that the
contractor may design, construct,
and test a pilot-scale unit following
successful testing. A cost and
engineering evaluation of the system
may be performed based on the
eventual test results.

Contacts:

For information on this project, the
contractor contact is:

Principal Investigator:
Mr. D. J. Kuchynka
Mirage Systems, Inc.

575 Maude Court
Sunnyvale, CA 94088
Phone: (408) 752-1600
Fax: (408) 734-8845
E-mail: mirage@rahul.net

DOE's Federa Energy Technology
Center supports the Environmental
Management - Office of Science and
Technology by contracting the
research and development of new
technologies for waste site
characterization and cleanup. For
information regarding this project,
the DOE contact is:

DOE Project Manager:

Mr. Clifford P. Carpenter

Federal Energy Technology Center
3610 Callins Ferry Road

P.O. Box 880

Morgantown, WV 26507-0880
Phone: (304) 285-4041

Fax: (304) 285-4403

E-mail: ccarpe@fetc.doe.gov
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